
HeiQ required tests 
to use this hangtag

QV & QC:
Mattresses: initial or after 3x washes
Bedding accessories: after 10x washes
Apparel: after 20x washes

Differential Scanning Calorimetry (DSC) - EN 16806-1:
Latent heat of melting of treated fabric:
• For HeiQ Cool PAD-01: >= 2 J/g
• For HeiQ Cool PRT-01: >= 5 J/g
• For HeiQ Cool NFL-01: >= 5 J/g

OR

QMax (GB/T 35263-2017):
• For HeiQ Cool PAD-01: ≥ 0.15 W/cm2
• For HeiQ Cool PRT-01: ≥ 0.15 W/cm2
• For HeiQ Cool NFL-01: ≥ 0.15 W/cm2

*For use in 
following countries

Worldwide

Languages Multilingual (EN/FR/DE/ES/IT)

Used for following 
HeiQ products

HeiQ Cool PRT-01
HeiQ Cool PAD-01

HeiQ Cool NFL-01

#34125 HeiQ Cool:

It is the manufacturer’s / brand’s responsibility to fulfill the local labeling 

requirements and ensure that the correct hangtag is being attached to their product!

QV = Quality Validation / QC = Quality Control, Washes acc. to. ISO 6330 (suggested 4G)
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